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Product:Dampney
Type:CF32-51 Aluminum

Material:SS400
Thickness:15 mm.
Weld joint prepare:
Surface Preparing:MBX Blister Blaster
Surface Profile:80 Micron
DFT:10-25 Micron
Thinner: No

Test Piece after applied dampney weld thru primer.
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Weld Machine:Panasonic Co2

Electrode:Spoon Core Wire Electrod 1.2 mm.
Backing:Ceramic Type
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Test pice after add ceramic backing & back reinforce

Welder during welding on dampney weld thru primer.
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Welder during weld on dampney weld thru primer.

180 amp /240 Volt180 amp./240 Volt.
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Pass 1 Result:No porosity paint surface not burn.

Pass 1 Pass 2 Pass 3

Pass 4 Pass 5

Grove weld 5 pass.
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Summary
- Easy to apply with out thinner can apply by brush.
- Fast dry.
- Low odor.
- Not effect to weld quality.
- Reduce spatter.
- Improve weld quality.

Over all of test piece.

Remark: Test process should be done by NDT,We will inform again after NDT done.(my experience this
condition should pass in NDT process)




